
Combined Asphalt Quantities Used Data Report

Start Date: 1/1/2018 End Date: 12/31/2018Date Range For Report Data:

Mixture Usage Report By Mix and 

Binder Type

Mix Type Binder Type Mix Tons %

PFC PG 76-28 OK 14,640 1

UTBWC PG 70-28 OK 15,207 1

S6 PG 64-22 OK 12,515 1

S5 PG 76-28 OK 16,746 1

S5 PG 70-28 OK 53,337 2

S5 PG 64-22 OK 999 0

S4 PG 76-28 OK 360,099 16

S4 PG 70-28 OK 239,207 11

S4 PG 64-22 OK 463,417 21

S3 PG 76-28 OK 60,556 3

S3 PG 70-28 OK 63,698 3

S3 PG 64-22 OK 878,449 40

S2 PG 64-22 OK 4 0

RBL PG 64-22 OK 0 0

OGBB PG 64-22 OK -146 0

RIL PG 76-28 E 18,956 1

2,197,684 100TOTALS:

Mixture Usage Report 

By Mix Type

Mix Type Tons %

PFC 14,640 1

UTBWC 15,207 1

S6 12,515 1

S5 71,082 3

S4 1,062,723 48

S3 1,002,703 46

S2 4 0

RBL 0 0

OGBB -146 0

RIL 18,956 1

2,197,684TOTALS: 100

Aggregate Usage Report 

By Mix Type

Mix Type Tons %

PFC 13,732 1

UTBWC 14,477 1

S6 11,789 1

S5 67,314 3

S4 1,011,713 48

S3 960,590 46

S2 4 0

RBL 0 0

OGBB -142 0

RIL 17,894 1

2,097,371TOTALS: 100

Binder Usage Report By Binder 

Type

Tons %PG Binder

1,062 1PG 76-28 E

21,046 21PG 76-28 OK

17,179 17PG 70-28 OK

48,628 48PG 64-22 OK

100,313 100TOTALS:

12,398Reclaimed Binder 12

Virgin Binder Usage 

Report By Binder Type

Tons %PG Binder

1,062 1PG 76-28 E

21,046 24PG 76-28 OK

17,179 20PG 70-28 OK

48,628 55PG 64-22 OK

87,915 100TOTALS:
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